
City of Portola Sampling Results for CAM 5 Metals

Analyte
SR A.5-3 SR B-3.3 SR B.5-3.3 SR B.5-3.5 SR C-3.5 SR C-3.75 SR A-3

EPA 6010 STLC TTLC
Cadmium 1.0 100 6.3 2.8 4.7 12.9 ND 9.3 9.6
Chromium 5.0 500 47.0 29.2 33.8 74.4 20.5 38.3 57.9
Lead 5.0 1000 762.0 321.0 1150.0 1330.0 3.4 694.0 1150.0
Nickle 20 2000 17.1 12.3 18.4 33.3 14.6 18.5 42.6
Zinc 250 5000 830.0 380.0 927.0 915.0 59.2 1570.0 940.0

Analyte
SR A.5-1.5 SR B-4.5 SR A.2-2 SR A.5-1.8 SR B-4.8 SR B.5-5 SR B.5-4.5

EPA 6010 STLC TTLC
Cadmium 1.0 100 ND ND ND ND 8.07 ND 3.7
Chromium 5.0 500 18.7 18.7 18.8 24.0 78.0 14.3 41.3
Lead 5.0 1000 7.0 9.7 6.3 7.9 446.0 6.4 641.0
Nickle 20 2000 12.0 10.5 9.5 11.7 27.1 8.4 16.6
Zinc 250 5000 68.3 83.6 48.7 55.5 5820.0 48.3 670.0

Analyte
D-3.7 G1 H1 D-3.5 H2 G2 C5-3.8 C5-3.5

EPA 6010 STLC TTLC
Cadmium 1.0 100 ND ND 2.9 ND ND 3.4 4.6 ND
Chromium 5.0 500 40.9 16.8 24.2 22.0 17.2 20.4 78.6 27.7
Lead 5.0 1000 10.4 138.0 310.0 8.2 5.6 513.0 258.0 46.5
Nickle 20 2000 23.8 8.7 10.1 11.2 8.8 9.8 34.7 13.5
Zinc 250 5000 66.6 77.4 311.0 73.6 55.6 443.0 1150.0 81.9
ND = Non Detect
Above TTLC
Greater than 10 XSTLC
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